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ANSWER KEY

QUIZ NO: 333

TOPIC: BUILDING MATERIALS
DATE: 27/08/2020

1. Which one of the below is not a feature of cement Kiln?
[1] Employs alternate fuels
[2] Natural alkaline environment
[3] High temperature

[4] Portable

Answer : D

2. Which of the below is an example of semi rigid DPC material?
[1] Plastic sheeting
[2] Cement concrete
[3] Stone
[4] Asphalt

Answer : D
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3. Quarry tile is also called?

[1]Granite tile
[2] Unglazed ceramic tile
[3] Stone tile

[4] Workshop tiles

Answer : B

4. When carbon contents less than 0.1%, steel is called:

[1] Mild steel
[2] Medium carbon steel
[3] Dead steel

[4] Hard steel

Answer : C
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5. With the help of arrangement, any water moving on the way to
that surface is diverted from the joints?

[1] Saddle joint
[2] Rebated joint
[3] Table joint

[4] Grooved joint

Answer : A

6. What parameter is being checked for in freezing and thawing test?

[1] Weathering
[2] Durability
[3] Water absorption

[4] Texture

Answer : B
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7. Which of the below is a natural defect occurring in timber?

[1] Twist
[2] Split
[3] Shakes

[4] Bow

Answer : C

8. Varnish is also called French varnish and used for furniture?

[1] Oil
[2] Water
[3] Acrylic

[4] Spirit

Answer : D
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9. Stones are obtained from rocks that are made up of?

[1] Ores

[2] Minerals

[3] Chemical compounds
[4] Crystals

Answer : B

10.The hot molten material occurring naturally below the surface of the
Earth is called?

[1] Lava
[2] Slag
[3] Magma
[4] Tuff

Answer : C
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