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QUIZ NO: 467 

TOPIC: BUILDING MATERIALS 

DATE: 13/07/2021 

 

1. IS code for brick is 

 [A] IS 1077 

 [B] IS 13920   

 [C] IS 875   

 [D] IS 1893 

Answer: A 

 

2. Weight of a standard brick is 

 [A] 2 kg 

 [B] 5 kg    

 [C] 3.5 kg    

 [D] 7 kg  

 Answer: C 
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3. The iron oxide content in brick is:       

[A] 2-3% 

[B] 20-30% 

[C] 5-6%   

[D] <1% 

Answer: C 

4. The water absorption of 2nd class brick should not be more than 

 [A] 22%    

 [B] 20% 

 [C] 25% 

 [D] None of the above 

 Answer: A 

5. Absorption test is done by immersing the brick in water for: 

 [A] 2 hrs  

 [B] 48 hrs 

 [C] 16-24 hrs 

 [D] 7 hrs 

 Answer: C 
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6. The Interior portion of a wall between the facing and backing is       

 [A] Jambs 

 [B] Hearting 

 [C] Reveals 

 [D] Perpends 

Answer: B 

7. Lime in brick    

 [A] Prevent cracking 

 [B] Prevent warping 

 [C] Prevent shrinkage 

 [D] Induces strength 

 Answer: C 

 

8. Magnesia content in excess cause    

 [A] Decaying of bricks  

 [B] Causes efflorescence 

 [C] Make brick brittle 

 [D] None of the above 

 Answer: A 
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9. Alkalies in brick causes 

 [A] Efflorescence 

 [B] Shrinkage 

 [C] Warping 

 [D] None of the above 

Answer: A 

10. Traditional size of brick is     

 [A] 20 x 20 x 10 cm   

 [B] 20 x 10 x 10 cm 

 [C] 23 x 11 x 7 cm 

 [D] 19 x 9 x 9 cm 

Answer: C 
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